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Application Note Tinius @ Olsen

TENSILE, COMPRESSION, IMPACT, MELT FLOW, BRINELL, SHEAR, STRETCH RECOVERY, PUNCTURE, HEAT DISTORTION (VICAT), BEND/FLEXURE, SEAM STENGTH, TORSION
Examples of Carpet test Applications

Using a variety of attachments, the Tinius Olsen testing
machines can be used for performing a variety of tests on
carpets. Depending upon the customer’s required

specification will depend upon the grips and attachments
Used (all pictures are shown for illustration purposes only)
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Typical graph exported from QMAT Pro software from Peel Test

Applications
Typically, the normal tests for performing using the Tinius Olsen test machine would include
tests for;

e Tensile Strength

e Seam Slippage

e Bond/Adhesion/Peel Strength
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Puncture Resistance
Tuft withdrawal

Tuft loop being
extracted
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Carpet Puncture Test Attachment
(Shown mounted on twin column machine)

: Carpet specimen
l‘ ‘clamped’ in position
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